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Antaria Pty Ltd 
112 Radium St, Welshpool, Western Australia 6106 
tel +61 7 3726 2030 
  

 

 

Certificate of Analysis 

 

 
Product Code:  

Product description:   

 

Batch:  

 

Test Name Specification Test Method Result 

Appearance 
Pale yellow to yellow 

green 
Visual 

ZnO Assay, % Min: 48.0 – Max: 52.0 
Ion Chromatographic 

Method 

Secondary Particle Size 
(D[4,3]), µm 

≥ 1.00 Laser Light Scattering 

Total Transmittance 
(550 nm), % 

UV Vis, Internal Method 

 
Manufacturer: Antaria Pty Ltd 

Country of origin: Australia 

Date of Manufacturing: 

Retest Date: 

  

Recertification Date: 

Recertified Until: 

 

Issue Date: 

 
 
Prepared by: Authorised by: 

 
Reviewed by:  


	Date of Manufacturing: May 2023
	Retest Date: May 2025
	Recertification Date: N/A
	Recertified Until: N/A
	Issue Date: 15 June 2023
	QC Name: [      Jake Wynn-Taylor, Quality Control]
		2023-06-15T11:03:33+0800
	Jake Wynn-Taylor


		2023-06-15T13:02:02+0800
	Tam Nguyen


	Reviewed by: [Daniel Stanes]
	Product Code: [ZinClear-IM50_CCT]
	COA: COA201.04_R10
	IM#: IM1186
	Product Oil: ZinClear-IM™ 50 wt % transparent Zinc Oxide dispersed in 
Caprylic/Capric Triglyceride
	Result: [     Conforms]
	Result_2: 49.1
	Result_3: Conforms
	Result_4: 89.1
	Product Oil_2: Zinc oxide contained in ZinClear-IM50_CCT is tested prior to dispersion and complies with the current USP Monograph for zinc oxide.
	Transparency: ≥ 89.0
	QA Name: [        Tam Nguyen, Quality Assurance]


